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Material data sheet

Material Number 1.0305

Country Germany

Designations P235G1TH; 5t358 1

Standards CIM ER 0112 (0811335) Measurement, contral, regulation - Electrical terperature
sehsors - Wetal protecting tubes for TC assemblies.

Steelgroup Mon alloy quality steels: Steels with average © = 0,12% or Rm = 400 MimnT

Chemical composition

Element minimax Others Footnote

C =017

Si 010-0.35

iyl 0.40-0.80

P ==0.040

=] ==0.040
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